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! c 0.39 0.45 0.38

2 Si 0.20 0.37 0.27

3 Mn 0.60 1.10 0.73

4 Cr 1.00 1.20 1.04

5 Mo 0.17 0.25 0.20

6 Ni DT 0.30 0.02

7 S — 0.015 0.002

8 P — 0.020 0.011

9 Cu _— 0.20 0.03

10 Al 0.020 0.040 0.031
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- . QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

QO KB R HRERAAAM G A HE W B i

2o Our company’ s QUS is 1S09001: 20158 IATE16919: 2016&8AS8100D cortified by Germany TUY LL‘_
K1y Y7 /Bateh No. ‘&I /Customer
1225000610 FEMNG ol BH AR G AT B 2y i)/
2 ARAHE/ Technical Spee. No. il s /Contract No. 14} /lleat No. #4789 /Shape T2 /Designated Further
\YGNOB 1Y, 6-202.1-01 G21BRTO06Y 210791827, LA /scanless steel tube HHIN/cold pressure
processing
reih F R /Deseription of Goods W /Steel Grade ek A /Delivery Condition  JHE/Size
O/l oy structure stecl 1201Vo WL Zguenched and tempered 209%32mn

[FFPRE:K /Special Requirement: 7. oW/l

I. 6% ER 4} /Chemical Composition

) c S Mn P S Cr Ni Mo Cu Al Sn

Min 0.39 0.20 0.60 1.00 017 0.020

Max 0.45 0.37 1.10 0.020 0.015 1.20 0.30 0.25 G .20 0.040 0.0200
Lad 0.49 0.27 0.73 0.012 0.003 t.08 0.05 0.20 0.04 G 033 0.0038
Pro1 0.4% 0.27 0.73 0.012 0.003 1.06 0.05 0.20 0.03 0 032 0 0033
Pro2 041 027 074 0.013 0.004 107 0.06 020 0.03 0031 0.003
&iE/Notes Min R/MA. Max WA Lad 1845, Pro RLGR.

I11. fy%4%Ek/Mechanical Properties
1. fif/tensile KIZRE /test temp. ER/R. M Temp iX3%756)/test direction #A[6)/longitudinal

N

o

[E BB 3RMERQ0. 2 (MPa} 11066 11054 $HI3BERm (MPa) [1155 1147 B /SR RRA (V) [16.0 115.0
yield strength Rp0 2 (MPa) tensile strength Rm(MPa) elongation after fracture A(%)
RAEWIEE 203 153 |52

reduction of area Z(%)
2 % /impact iKIZBE/test temp 23C KIS 6)/test direction #A6)/ longitudinal $ROIRAE /notch depth: 2mm
B HPE R RE B akv2 (J) {82 77 83
charpyimpact absorbed energy aKv2(J)
3 5fF /hardness BUA¥4 B /sampl ing location $REEE[F 4k /center of tube wallthickness
58 [EHBW 1356
hardness HBW

il
/Remarks
Y542 11 )/ Date of issue | 4l%7/Pundle(s) Y5 /Picce(s) Jidit/Weight (kg) J58 51/ Judged by a#1E/Quality Inspoction Manager
12025-01-28 6 21 22640 “}jM/Man Chao ﬁrﬁ !a_/x“ Shangcheng !

SO/ v atement: LA AR R R R b A, MEA2s5, DL drte e /1he produce has been  produced, snmpled  Tor testing and inspection {p
accordance aith the requirements ol enstamer ovders and the above retered standard, and qualilied. 2 {fyin. KeA WTBWIR T, #9Y . 00k, Belg. M. %1kl
e MM RN . /10 any dispute oconts, please advice the bateh oo, heat oo, steel grade, size, weight, delivery date and reason for complain, and keep the :
aatcrial as atisods AERRel AN AN LASRTE P& TSI S AteiK . /Mithom pemission, the product without processing s not allowed to directly expors | = -
o other conngries and tegions, : o B

IZABERMBMApp

(B 1ameeT


https://v3.camscanner.com/user/download

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

KWERENERLATRAM R EBIEHRP

Our company” s QMS is 1S09001: mo_mz;:._cfc" 2016&AS9100D cortified by Germany TCV

)5 +5/Batch No. %17 /Customer

225000610 OC0 (il BHENE Gy TR 253/

{L AR btk /Technical Spee. No. Orlal+r/Contract No. 1R+ /leat No. M /Shape T HIi&/Designated Further
NYGNO81Y. 6-202 1-01 G21BRT0069 210741827 LAEHITE /s ea

Peah B/ Desceription of Goods WMy /S1eel Grade ZEMAE/Delivery Condition MEE/Size

GEaiEd/alloy strueture steel 12CrMo Ui/ quenched and tempered 20943 2mn

ess steel tube .\,:L;__ I./cold pressure
Process

I1L. AR B Microstructure
1. &R EFH/ non—metal lic inclusion

AR E (R) [1.0 AF (1) lo
A-thin(level) A-thick (level)
BEEEH (1) lo.s B (R) lo
B-thin(level) B-thick (level)
s EAE lo CHRF (R lo
C-thin(level) C-thick(level)
DL % (1) lo.5 DI (4R) [0.5
D-thin(level) D-thick (level)

2 @&FifE/grain size
aBFIg (1) |8

grain size(level)
3 EA44B8/microstructure

BINERER) 12
Microstructure (level)
IV. T4 %e/NDT _
1 BEERG /U1 |&1&/good B /position iE{/full length H6)/direction: tfi[E)+i[6]/transverse+longitudinal  ¥RifE/standard :GB/T 5777 4R%|/level :U2-C

V. R~}, 4MERIEEHAE/Dinension, Appearance and Surface Quality
R<. s A EBET/dimension, appearance and surface quality |&4&/satisfactory
22 155E FAHBA/de | ivery hardness HBN |330,332, 331

il
/Remarks

%2115}/ Date ofissue | Jl47/Pundle(s) | x41/Piccels) fidit/Weight (kg) FI5E 91/ Judged by ST IS /Quality Inspection Manager
N:NJIC_IMMA ) NN@:—C ::-?‘.\::.:H ﬁ.TM-O Aw——mm_\/: J—:::..ﬂ._:a—un

irit. \_:.. product has been  produced, sample q_ __i testing and inspection in
{iyeidt, AcpRidhaml k0 sy, vy BUlg. ol RO
t,delivery date :.i 1eason for compl and keep the
sroduct without  processing is not allowed to divectly export

s TN TN TV
above tefered s
©batch oo, h
i [£e
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with tie
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CSEEEre -

312 A #R 7 B B9 43 48 App


https://v3.camscanner.com/user/download

