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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

KRERRKNERAA WM™ B S HIENP

Our company’ s QWS is 1S09001: 2015&IATF16949: 2016&AS9100D certified by Germany TUV

+ k5 /Batch No. % F3/Customer
1223134380 IRMER D Trm A i A B A ]/
{2 AR ME/Technical Spec. No. %185 /Contract No. 125 /lleat  No. %4 /Shape IR Fi&/Designated Further
XYGNOS19. 4-2021-01 G23A0C6012 30881017 T4%55 /seamless steel Lube #EAIMTI/cold pressure
- . processing
& ¥R /Description of Goods 95 /Steel Grade ZEVeRAS/Delivery Condition  #M4&/Size

SEGHIR/alloy structure steel 42CrMo ¥/i/quenched and tempered 89%27mm
[RFPR 23K /Special Requirement: 3. 86W{Z /T
I. 46224 /Chemical Composition
(%) c Si Mn P S Cr Ni Mo Cu Al Sn
T /MA/Min 0.39 0.20 0.60 1. 00 0.17 0.010
% K {f/Max 0.45 0.37 0.80 0020 0.015 1.20 0.30 0.25 0.20 0.040 0.0200
Bi%/Ladle 0.41 0.27 0.71 0.008 0.003 1.10 0.06 0.20 0.06 0.030 0.0045
RX&Ea/Product 1 0.40 0.27 0.71 0.008 0.003 1.08 0.06 0.21 0.05 0.031 0.0038
RX&a/Product 2 0.40 0.27 0.71 0.008 0.003 1.08 0.06 0.20 0.05 0.031 0.0041
I1. J1%tEfE/Mechanical Properties
1. hi{#/tensile iXISBE/test temp: FB/R.M Temp RI&F5([6)/test direction:¥A[6)/longitudinal

[EAB3BZR0. 2 (MPa) | 1031 | 1062 {5138 /8 Rm (MPa) [1147 1150 ¥R R 1R FRA (%) l14.5 |14.0

yield strength Rp0. 2 (#Pa) tensile strength Rm(MPa) elongation after fracture A(%)

BRI IERE 7 (%) |62 |62

reduction of area Z(%)
2. 4%/ impact K328 E /test temp: 23'C  iRI&F5[6)/test direction: ¥h[6)/longitudinal EROI;FE/notch depth: 2nm HFERH/impact test specimen size: 10X10 (mm)

ST EE A E SR HEA aKv2 (U) |72 73 70

charpyimpact absorbed energy aKv2(J)
I11. B %/NDT )
1 BEERG /T | &4 /g0od B /position:iEI/full length FE)/direction: 1§ [E)+Yh[6)/transverse+longitudinal  4F4E/standard:GB/T 5777  4R%/level :U2-C
IV. /8 T2 /HT Process .

'_1_._52Kﬁ2.’&5§:f§ (C) |827 A RARBEDE) (min) |60 ERAE % 17k 74 /water cool ingRE A AT REE T (C) |18
E AR e . WERRAE/ test standard: BSHAADAESH 7y i /cast analysis and product analysis--GB/T4336-2016, {ifit/tensile--GB/T228. 1-2010, i |'
77E A/ impact—=GB/T229-2007. 2 el /delivery hardness—-GB/T231. 1-2018/
/Rermarks
] VA o

A0 Dtedissue| H¥/Bundle(sm | H/Piece(s) fili/Weight (kg) GG/ Tudged by ISR IE /Qual ity Inspection Manager o cﬁV '
202341-2 2 2 21 6984 Wl AB/Ming Chao XA /Liu Guanghui ’35, blre el
Fa i /statenent: Lo A an PR e PO AT TOERR AR S 0L A T IO AT RS, JFILE 8. /The product has been  produced, sampled  for testing and inspectjon in
accordance with the sirements of customer orders and the above refered standard, and qualified. 2. {55 UM, KeRSARIAH)Y . RS, 0, MU, TR, RIER ﬁfiﬁﬁﬂﬁﬂﬁ
Wy B, SREUARGAATEL . /1T any dispute occurs, please advice the batch No., heat No., steel grade, size,weight, delivery date and reason for complain, and keep the AN A 4

material as it is 3. ALES Rl AT EAALE NN LA VE PUE I T BRI ZABIK . /Without permission, the product withoul processing is not allowed to directly export
to other countries and regions.
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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

NERKAMNERAANM ™S HKIEHRAP

Our company’ s QVS is IS09001: 2015&IATF16949: 2016&AS9100D certified by Germany TUV

+ K5 /Batch No. % P /Customer
1223134380 MBS R H R AR/
FAAFHE/Technical Spec. No. 4165 /Contract No. $PE /lleat No. # #Y/Shape fin T F i /Designated Further
XYGN0819. 4-2021-01 G23A0C6012 30881017 58N /seamless steel tube ¥IEAINTI/cold pressure
processing
FEdhZ #R/Description of Goods {5 /Steel Grade PR A /Delivery Condition — #M4&/Size
S &S /alloy structure steel 42CrMo 87 /quenched and tempered 89%27mm
quenching temperature(C) quenching soaking time(min) quenching cool ing method start temp. of quench media(C)
EANTREEZS(C) |22
finish temp. of quench media('C)
2. BAGEE(C) |551 Bl K AR BR8] (min) |230 Bl K AENF % |84 /air cooling
tempering temperature ('C) tempering soaking time(min) tempering cooling method

V. R~, #MERIFE K E/Dinension, Appearance and Surface Quality

RTT. ShZFNZZE /R E/dimension, appearance and surface quality |&#8/satisfactory
5 EHBW/del ivery hardness HBW |335-340

EHAE A k. RS krdE/test standard: EERMAL S 7 /cast analysis and product analysis—-GB/T4336-2016, fifii/tensile--GB/T228.1-2010, ¥
%iF g/ impact—GB/1229-2007, < 4%fEE/delivery hardness——GB/T231. 1-2018/
/Remarks
2542 ¥ /Date of issue | 8% /Bundle (s) X% /Piece(s) # i /Weight (kg) ¥I5E R /Judged by A HI/Quality Inspection Manager
2023-11-22 2 21 6984 U#8/Ming Chao XU F6#%/Liu Guanghui
Fo g/ statemnelit: L A nddin 25 F k) AL D RARGE Bt 1y ks A vA LRI SG. JFIL & & . /The product has been produced, sampled for testing and. inspection in

accordance with the requir . of customer orders and the above refered standard, and qualified. 2. f5 5 X0, MMRSR RN Y., IRG. 8. Wk, TR, RIEA
Wy, BB, RSN /10 any dispute eceurs, please advice the batch No., heat No., steel grade, size, weight, delivery date and reason for complain, and keep the
mavorial as it is. 3. AEVOL AR AEE I TANRVFPUEHH N B ARSI Z AKX . /Without permission, the product without processing is not allowed to directly export
1o ()l_hc-r countries and regions.

)

L)

o«

3fz A% M B E 58 App

(B nmetE


https://v3.camscanner.com/user/download

