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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

KRERHKNABRLAARNM ™ & G H%IEHPD

OQur company' s OMS is 1S09001: 2015& IATF16919: 20166AS9100D certified by Germany TCV ]
<)% 43 /Bateh No. ‘&I /Customer
1224121850 AR (vl BN TR A7)/
AR bRE/Technical Spec. No. 7157 /Contract No. 1143 /Heat No. $4%/Shape INT.Hi&/Designated Further
XYGNOB1Y. 8-2021-01 G21AVBI0O | 210878007 K424 /seamless steel tube AENIME/cold pressure
. N o ) o N i processing
FESh 4 ER/Bescription of Goods M /S1cel Grade ZIekA/Delivery Condition  }#&/Size
O E2E¥II/al oy structure steel 12CrVo S+ /cold drawn+Q&T 174*17. 5mm

mﬂf/Special Requirement: 1 4ioWii /e

1. {t 5% %4 /Chemical Composition

(% Cl Si Mn P S Cr Ni Mo Cu

Rin  0.39 0.20 0.60 1.00 0.17

Max 045 0.37 1.10 0.020 0.015 1.20 0.30 0.25 0.20
lad 042 0.24 072 0.008 0.002 1.10 0.06 0.20 0.04
Pra1 0.42 0.24 0.71 0.010 0.001 1.07 0.05 0.20 0.04
Pro 2 0.42 0.24 0.71 0.010 0.001 1.08 0.05 0.21 0.04

1. /1% fE/Mechanical Properties
1. fi{R/tensile X33 R /test temp: FB/R.M Temp iKIZF5[6)/test direction:t#h[E)/longitudinal

FERR3EERo0. 2 (WPa) {1050 [1052 IS Rm (MPa) 11121 [1123 BSBEEAN 1155 l15.0
yield strength Rp0.2 (MPa) tensile strength Rm(MPa) elongation after fracture A(%)
B EWHEE 2(%) |54 |54

reduction of area Z(%)
2. % /impact X3RS /test temp: 23C 1XI5755)/test direction:#hf6)/longitudinal RO /notch depth: 2mm
Heh HmUkE Rakv2 () |87 82 90 |81 84 81
charpyimpact absorbed energy aKv2(J)
3. 8/ /hardness BU4¥{i & /sampling location: $AEEF 4k /center of tube wallthickness
3 [ Hew 1343 1341
hardness HBW

II1. K B /Microstructure

ik
/Remarks
¥4 [16]/Date of issue | 8% /Rund e (<) Y ¥ /Piece(s) it /Wei ght (kg) FISE 53/ Judged by B REI&/Quality Inspection Manager
[2025-01-08 10 68 22831 W) #/Ming Chao 1 % /Xu Shangcheng

A/ Svateaents LAGT S E IS AR TSR bR AR SR Ok MO L BIKLLARYSS, JEELARS. /ihe product has been produced, sampled for testing and inspection in
accordance with the tequirements of customer orders and the  above refered standard. and qualified. 2. 7 5005, KeRTHWIE N, 048 w0vh . Bks. RN, RIEN

WL B GETRENAT . /1 any dispute occurs, please advice the batch Moo, heat Xo., steel grade, size, weight,delivery date and reason for complain, and keep the
material as ot isc e AERTRal AGTIAEEIN DR PURE 03BN S fbh K . /Without permission, the product without processing is not allowed to directly export
to other countraes and tegions.
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=~ F*/Customer

T224124850

$5 AR5 /Technical Spec. No. 112 /Heat No.

24087800Z

\VENOST4. 3-2024-01

= s i

=i £ ¥/ Description of Goods £

alloy structure steel |

Z1R3RE/Delivery Condition

23+ /cold drawn-Q&T

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

RERHENERLIAMWM ™R S KIEHP

Our company’ s QUS is 1S0%001: 2015& IATF169149: 2016&ASY100D certified by Germany T{V

M T & /Designated Further

R A1 /cold pressure
processing

& /Shape

547 /seamless steel tube

Hik%/Size

174*17. Smn

1.0
A-thin(level)
BER (R [1.0
8-thin(level)
CEE(R |0
C-thin(level)
DEER M lo.s

D-thin{level)

2. 2% E /grain size
SRE (9 |8
grain size(level)

3. BaEtBD /microstructure
EFARER) |2
Wicrostructure(ievel)

IV. THRAK/NDT

1 EEERYS /UT  |£83&/go0d {EE/position: B/ full length

V. R+, A ERZREFRA/Dinension, Appearance and Surface Quality
R~F, 5\f.30RE R R /dimension. appearance and surface quality |&#&/satisfactory
X HHBA/de ! ivery hardness H3W |345-352

ABR ()
A-thick (level)
BHEE (B)
B-thick (level)
CHHE (B
C-thick(level)
DEA (B)
D-thick (level)

FE/direction: HS]+¥A[S)/transverse+longitudinal

trf/standard:GB/T 5777 4B %/level :U2-C

/Remarks

¥> 32 F1 51/ Date of issue | 2% /Bundle(s) L E/Piece(s) 4/ Weight (kg)

HISE 51/ Judged by

kS E1&/Quality Inspection Manager

2025-01-06 10

I /Ming Chao

#1415 /Xu Shangcheng

dard, and g

oul permission,

JE 444, /The product has been produced, sampled
lified. 2 75000, KT KT 8. S0 Bk, fitd. RN

grade, size,weight, delivery date and reason for complain, and keep the
the product without

for testing and inspection in

processing is not allowed to directly export
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