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KW %5/Batch No.
1221119730

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

KRERHKNERAARNM TR EHIEHRPB

Our company’ s QNS is 1S09001: 2015& IATF16949: 2016&%AS9100D certified by Germany TCV

%I /Customer
(AN Gl BHS LD TR 2N 6}/

INT. Mg /Designated Further

e A bEdE/Technical Spec. No. {rl 43 /Contract No. B4 /leat No. %! /Shape
XYGNOS19. 6-2021-01 (G219PEO013 21087102E EEEYIT/seamless steel tube AR J1MI/cold pressure
. processing
7 dh 41 f8/Description of Goods 4% /Steel Grade Z k& /velivery Condition  fUKE/Size
GEVIU/al 1oy structure steel 12CrMo Hi/quenched and tempered 180425mm
mfpecial Requirement: 6.611M:L)2
1. {t% KR4 /Chemical Composition
%) c Si ¥n [ S Cr Ni Mo Cu Al Sn
B @/Min 0.39 0.20 0.60 1.00 0.17 0.020
2 X (i /Max 0.45 037 110 0020 0015 1.20 030 0.25 0.20 0.040 0.0200
tR4%/Ladle 0.40 0.22 0.72 0011 0005 1.08 0.03 0.20 0.08 0.028 0.0049
FX & /Product 1 0.43 022 0.73 0.011 0005 1.08 003 0.20 0.08 0.027 0.0048
fXS&a/Product 2 042 0.22 0.73 0011 0004 1.09 008 0.20 0.08 0.028 0.0051
11. /1%t (8 /Mechanical Properties
1. 20 /tensile iI5BE /tost temp: F.B/R. M Temp iR3GFHE)/test direction: LAR)/longitudinal
11142 BEIPITAN) [16.5 l16.0

[ZARIRBIRPO 2 (NP2)
MTER 2(v)
2.5 E/impact
3 8 /hardness

&R BEHBN
hardness HBA

I11. R % Micros

yield strength Rp0. 2 (¥Pa)

reduction of area 2(%)
RIBA/ test temp: 23C
e HRULHE R eKv2 (V)
charpyimpact absorbed energy aKv2(J)

M43 B /sampling location

tructure

11036 ]1033 14714232 [ Rm (KPa) 11149

tensile strength Rm(NPa) elongation after fracture

v

|61 |61
325 M) /test direction: #h[G)/longitudinal SROIRA/notch depth: 2mm
|64 82 7

$A9F B [F .4k /center of tube wallthickness
1359

A(%)

ik
/Remarks

¥ &/ Picce (s) et /Weight (k) J5¢ 91/ Judged by

M PB1E/Quality Inspection Mnnngcr_

%42 [1J0)/Date of issue

JM ¥/ Bundle(s)

Y HiMing Chao X YEAF/Liu Guanghui

S 3324

2024-11-24

WML RO GT

accorbance with the tequirements ol custemer orders and the
fo /1t any dispute occurs, please advice the batch oo heat Nooysteel grade, sizeweight delivery date and teason for complain, and keep the

moterial as 1t tsody AFSITeL. AT A I TASCHY FHLE TS U @I . /Wi thout permission, the product without

ATl atements LoAGY SRR TR IS bt G 0 E s KO MRS HILA KR /1he product has been  produced, sumpled  for testing and inspection in

hove retercd standard. ond quabified, 2 fF3X0). ASGiTERW) RV G 0480 00 jeks. TOt. Rk

processing is not allowed to directly export

to Gther countr les and regrons.,

(B nmesT

SZASBERHAMApp


https://v3.camscanner.com/user/download

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

RERBERERLAAAM =R E&KIEHP

Our company’s QMS is 1S09001: 2015&IATF16949: 2016&AS9100D certified by Germany TCV

£ 1 5 /Batch No.
1224119730

% J/Customer
SRS AL TR AT/

HeAA M/ Technical Spee. No. £ [A*F /Contract No. 145 /Heat No. 4% /Shape INTMi&/Designated Further
XYGNO819. 6-2024-01 G249PE0013 24087102E K415t /seamless steel tube ZIEFINTL/cold pressure
processing
an %3 F5/Description of Goods 4% /Steel Grade R AS/Delivery Condition  JiK4/Size

L MI/alloy structure steel 12CrMo VAMi/quenched and tempered 180%25mm
1. JEEI R/ nonmetal lic inclusion

AF (4R) 11.0 AAZ (R) lo

A-thin(level) A-thick (level)

BHF (1R) [1.0 BHIA (1) lo

B-thin(level) B-thick(level)

CH A (1) lo CIHA (B lo

C-thin(level) C-thick(level)

DERF: (1)) lo.5 DER (4R) lo.5

D-thin(level) D-thick(level)

2. ER¥If /grain size
s R (9D |8
grain size(level)

3. BAO/microstructure
BREHE R) I

Wicrostructure(level)
=

IV. TA K18 /NDT , ‘ :

1. BEERG /U1 | &E/good {i T /position:ifitc/full length u.u»?.u\a__.nnn.mo:w;3¢53\nﬂu:m<a_‘no+_o=nmn:mmsn_
V. R, #MERZEEFAL/Dinension, Appearance and Surface Quality

R~t. SMZI0REFE R /dimension, appearance and surface quality |&4%/satisfactory
i EHBA/de | ivery hardness HBW |325-331

tRift/standard:GB/T 5777 55/ level :U2-C

ik
/Remarks

% E1)0]/Date of issue | 48%7/Bundle(s) | ¥ ¥i/Picce(s) iy /Neight (kg) J5E 51/ Judged by Wik i 1e/Quality Inspection Manager
2024-11-24 1 5 3324 W1 /Ming Chao X /Liu Guanghui

tement: LA™ Gepay e ik b Al Rl Wb S8, JRELG . /The product has been produced, sampled  for testing and inspection in
refered standard. and qualified. 2. fFye i}, Aonifibrwl4)7 55, 09V, 40, ke M. 060
itch Noo, t No., steel grade, size,welght,delivery date and reason for complain, and keep the
A0, /Without permission, the product without processing is not allowed to directly export

) -

. JHS LT . /1t
waterial as it is. 3. AEF2VFY],
to other countries and regions.
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