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化学成分分析报告

委托单位 大 i台特殊例有限公司 化验号 2502041 

产品名称 无缝钢管i周质 规格型号 φ209*32*5170 

材 质 42CrMo 炉 号
25080722Z/T2250 

14310 

报告 J":I JUi 2025 年 02 月 24 日 试验温度 24. 3℃

试验设备
i\RL3460直读光谐

设备编号 6188 试验标准
GB/T

4336-2016 

要求含量（%）
序号 元素 实测含量（%）

Min Max 

C 0.39 0.45 0.40 

2 Si 0.20 0.37 0.29 

3 Mn 0.60 1.10 0.72 

4 巳I 1.00 1.20 1.05 

5 Mo 0.17 0.25 0.20 

6 Ni 一 0.30 0.01 

7 s 0.015 0.001 

8 p 0.020 0.006 

9 Cu 0.20 0.04 

10 Al 0.020 0.040 0.032 

11 Sn 0.02 0.003 

判定依据 DI004-ZJS13001 G/1 

结 论 合格

备 Y王

化验员 A1$ � 审核员 jf'f 

扫描全能王
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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD. 

大冶特殊钢有限公司钢材产品合格证明书
Our company's QMS is IS09001: 2015&1ATF16949: 2016&AS9100D certified by Germany TV 

卡片号／Batch No. 

1225014310 

技术标；如Techn i ca I Spec. No. 

XYGN0819. 6-2024-01 

客户／Custoo回r

i惠州联合石油科技股份有限公司／
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合同号／Contract No. 炉号／Heat No. 材型／Shape

250807222 无缝钢管／seamless steel tube 

交货状态／Delivery Condition 规格／Size

加工用途／Designated Further 

冷压力加工／cold pressure 
processing 

G24αJA0025 

产品名称／Description of Goods 
合金结构钢／alloy structure steel 

钢号／Steel Grade 

42CrMo 209*32mm 调质／quenched and telll)ered 

特殊要求／Speci a I Requirement: 5. t7M定尺

I.化学成分／Chemical伽�osition
（飞） C Si Mn P S Cr Ni M。
Iii n 口， 39 0. 20 0. 60 1. 00 0. 17 
llax 0.45 0.37 1.10 0.020 0.015 1.20 0.30 0.25 
Lad 0. 41 0. 26 0. 72 0. 011 0. 004 1. 07 0. 06 0. 20 
Pro 1 0. 41 0. 28 0. 71 0. 010 0. 002 1. 06 0. 04 0. 20 
Pr。 2 0. 41 0. 29 0. 72 0. 010 0. 002 1. 07 0. 04 0. 20 
备洼／Notes:Min: fl小值 ， Max：班大值 ， Lad：悠悠 ， Pr。成品 ．

川．力学性能／Mechanical Properti!s 
1位仰／tensile 试验温度／test t町,p：室温／R.M Temp 试验方向／test direction：纵向／longitudinal

屈服强度RpO.2(MPa) 11025 11012 抗拉强度Rm(MPa)
yi e Id strength RpO. 2 (MPa) tens i I e strength Rm(MPa) 
断面收缩率 z (',) 156 156 
redυct,on 。f area Z （骂）

2冲击／，咱act 试验温度／test te叩· 23·c 试验方向／test direction：纵向／longitudinal 缺口深度Inotch depth: 2mm 
夏比冲击吸收能量aKv2(J) 182 81 88 
ch4rpyirnpact absorbed energy aKv2(J) 

3，硬度／hardness 取特位置／sampling locati。n：铜管壁犀中心处／center of tube wa川thickness
硬座HBW 1344 1345 
harcness HBl'I 

Cu Al Sn 
0.020 

0.20 0.040 0.0200 
0.05 0.032 0.0041 
0.05 0.031 0.0034 
0.05 0.032 0.0037 

I 1127 I 1117 断后伸长率A(%)
。 l。ngati。n after fracture A（也｝

118. 5 115.5 

备注
/Remarks 

且；住日期／Date of i sstj捆数／Bund I e (s) ｜支数／Piece(s) ｜重量/Weight (kg) ｜判定员／Judged by 
O乃－02-1 7 12 I s I 6144 l 明超／Ming Chao 

质险部长／Oua I i tv I nsoect ion Manager 
徐尚呈／Xu Shangcher电

声明／Stat『可nt: 1本产品线照客户订单和上述标准要求进行生产、取样、测试以及检验， 并且合格， /The ρroduct ha� been produced.sampled for testing and "inspection in 
ace。rdar>ce "i th the r equ i rea胃nts 。f cust回ier 。俨ders and the ab。ve refered standard, and qua I ified. 2.有异议时．来函i’标明卡片号、钢号、妒号、规格、重量、发货日
期 ． 原因．并将＊物保管好. /If any dispute 。ccurs, please advice the batch No.,heat No.,steel grade. size.weight.delivery date and reason for complain.and keep the 
material as凡，s.3.未经许可，本产品未经加工不允许亘f辈出口ill只他回家和他区. /With。ut permi ss i仙， the pr。duct without pr。cessing is not al l。”d to directly 
export to other c刷刷 f i es and reg, ons. 
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