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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

REFKNARAAWM > " a8 HKIEHB

Our company’s QMS is [S09001: 2015& IATF16949: 2016&AS9100D certified by Germany TV

107 5 /Bateh No. FHI/Customer
1221093130 ERNE S £ FHINET O TR 2 0]/

[ SRV TE . . 5 . , o . . s/ 3 o
e REETechnical Spec. No. Y /Contract No. 14 /Heat No. MKl /Shape M A&/ Designated Further
XYGNOB 9. 6-2021-01 218113001 210851117 K5 Y /scamless steel tube BIEJI L /cold pressure

M U3 Ay [ 3 0 3 Y e e B = an(‘L‘SSing
i %/ Deseription of Goods ] /Steel Grade L& /Delivery Condition  JWH%/Size
a8 ENe/alloy structure steel 1201 Mo Mi/quenched and tempered 127%18mm
[RFPKBL5K /Special Requirement: 1. 757Wi Il —

I. 424> /Chemical Composition
(%) c Si Mn P S Cr Ni Mo Cu Al Sn
FMA/Min 0.39 0.20 0.40 1.00 017 0.020
B K /Max 0.45 0.37 1.10 0.020 0.015 120 0.30 0.25 0.20 0.040 0.0200
1848/ Ladle 0.42 0.26 0.73 0010 0.004 1.07 0.07 0.20 0.07 0.035 0.0050
fX5a/Product 1 0.42 0.26 0.7Y 0.010 0.004 1.05 0.08 0.20 0.06 0.030 0.0043
RS2/Product 2 042 0.25 0.71 0010 0.004 1.05 0.08 0.20 0.07 0.030 O0.0043
11. }1%44¢ 68 /Mechanical Properties
1. f2{M/tensile KITBE /test temp: FR/R.N Temp KT FHF)/test direction A5/ longitudinal

JZBB3RERRO. 2 (WPa) |980 1977 13132 /ERm (MPa) 11126 11121 BERIERAN) [16.5 116.0
yield strength RpO. 2 (MPa) tensile strength Rm(KPa) elongation after fracture A(%)
BREWEER Z(%) |61 |61

reduction of area Z(%)

2.3F/impact iKIZBM/test temp: 23 C K2 [6)/test direction:#AE)/tongitudinal SROITRM/notch depth: 2mm
HExp R A% Rekv2 (V) {68 7 7

charpyimpact absorbed energy aKv2(J)

3. ¥ /hardness ER4#{I B /samp | ing location: SREFEFFichiM4k/center of tube wallthickness
T2 [ HBY 1339
hardness HBW

II1. M % /Microstructure

P

@]

&k
/Remarks

T 1| W)/ Date of issue | HEL/Pundle(s) KAL/Picce (s) filyi/Weipht (ki) FU52 54/ Judged by SN K /Quali ty Inspection Manager

2024-10-29 2 26 6262 WikiiMing Chao 2 HR/Liu Guanghui

#O/Statements LA IGBEZ A0 LRGSR T L BALL A2 Veds, DML, /The product has been produced, sampled  for testing and inspection in
accordance with the tequirements ol custoner orders and the  ahove refered standards and qualitied. 20 (050, AR S0 S¢S0 v M. . RIRIt

ol G JEAF AT . /11 any dispute occurs, please advice the batch Noo,heat No., steel grade, size,weight, delivery date and raason for complain, and keep the
materinl as it is a0 AEE el AL VAT TN S LR T TR . /Without permission, the product without
to other countries and regions.

processing is not allowed 1o directly cxport

EEET

IZABERNAMApP
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<K 5/Batch No.

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD. (m)

KRERAKRERLIARNM ™ &S HKIEHPB

Our company’s QMS is 1S09001: 2015&1ATF16949: 2016&AS9100D certified by Germany TOV III

%% F1/Customer

221093130 A O P (TR A7)/
FEARAEHE/Technical Spec. No. A% /Contract No. 147 /lHeat No. $4%1/Shape INI_ A& /Designated Further
XYGNOS19. 6-2021-01 (218113001 210851117 THE Y /scamless steel tube YR J1INT./cold pressure
processing
P #FR/Description of Goods 7 /Steel Grade 1R AS/Delivery Condition  BU%/Size
& HEE/alloy structure steel 12CrMo i /quenched and tempered 127*18mm
1. SEm R KT/ non—metal l1c inclusion
ALRF () [1.0 MBZ () lo
A-thin(level) A-thick(level)
BEF (1) [1.0 BIAR (1) lo
B-thin(level) B-thick(level)
CAZE (1) |0 [ EYE)) lo
C-thin(level) C-thick(level)
DB F (R) lo.5 DI (4R) lo.s
D-thin(level) D-thick (level)
2. @R E/grain size
SRNE (R I8
grain size(level)
3. B1B%9/microstructure
BEmaAnuR) |2

1v. THRE % /NDT

1. BERIRG /T |&18/good

V. R~F, #MEREEFAR/Dinension, Appearance and Surface Quality
R+t. 5213 @ /A B /dimension. appearance and surface quality
A REEREHBW/del ivery hardness HBW |300-305

Microstructure (level)

{iT/position:f{/full length

AE)/direction: i [E)+#A[E)/transverse+longitudinal  #Ritt/standard:GB/T 5777 &%)/ level :U2-C

| &43/satisfactory

#wik
/Remarks
%} F1J5l/Date of issue | §5%7/Bundle(s) | X %5/Picce(s) il /Weight (kg) JI5E 51/ Judged by IS 1 /Quality Inspection Manager
2024-10-29 2 26 6262 \ WHEMing Chao XK /Lin Guanghui

Agl/Statement: 1. A 54

WIS R | A BRI L Y o PRV, JEILG 4. /The product has been
above refered standard, and qualified. 2, {75 300, ARBTERT RV S0 S04 L A0 v e MERS. iRt R LE(
VLI JFFFEIPI AT AF . /1t any dispute occurs, please advice the batch No., heat No., steel grade, size, weight, delivery date and reason for complain.and keep the
material as it is. 30 AFRVOal. AGTANAER I DAV DL ORI PO, /Vithout permission, the product without processing is not allowed to directly export
to other conntries and regions.

accordance with the requirements of customer orders and the

produced, sampled  for testing and inspection in

ST

31z A# £ A 843 5 App
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