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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

KOERARNATRAADNM ™R EKIENPD

Our company’ s QUS is 1S09001: 2015& FATF16949: 2016&ASY100D certified hy Germany THV

=R S

e

K 4 /Bateh No. ) /Customer

T221130110 SHILO (il BN AL )/

12 ARbidt/Technical Spee. No. O]y /Contract No. #14;/leat No. 1481 /Shape T NBE/Designated Further
\YGNOR19. 8-2021-01 2IAPC206 1 200786717 ELHT /seamloss steel tube AT cold prossure

N - : processing

Pih YR/ Description of Goods tgYS/Steel Grade IR AE/Delivery Condition  JWH/Size

GO B/ oy structire steel 12CMo sl /cotd dravnt Q%) 203%25. 3mm

[FF PR SR /Special Requirement: 5. lo7Ma /e

I. fb.5%2R 4} /Chenical Composition

[AY] c Si Mn P S Cr Ny Mo Cu
Min 0.39 0.20 0.60 1 00 0,47

Max 0.45 037 110 0020 0.015 1.20 0.30 0 25 0. 20
Lad 0.40 024 072 0010 0004 1.07 0.05 020 O 04
Prot 0.41 0.24 0.73 0.009 0.004 1.05 005 020 0 04
Pro2 041 024 0.73 0009 0.006 1.06 0.06 021 0.04
%i¥/Notes Min T/l Max: BAG. Lad #5458, Pro: FLS2.

I1. J1%: £ iB/Mechanical Properties
1 1P /tensi e iRGAIBA /test temp. BWR/R K Tern RIEF5M)/test direction 5]/ longitudinal

te: [ 1 ]J ;
i
e

JE FRSREREO 2 (WPa) 1074 [1076 R IL3RGERm (MP2) 11138 11140 MERKBAN) 116.5 |16.0
yiold strength Rp0. 2 (NP3) tensile strength Rm(MPa) elongation after fracture A(%)
HEYBR 2(V) |58 |s8

reduction of area Z(%)
2 AL/ imoact RBBE/test temo 23C RLF6)/test direction: #h6)/longitudinal 2O /notch depth: 2mm
R EMERER aKv2 (J) 173 84 84 |74 81 81
charpyimpact absorbed energy aKv2(J)
3 W[4 /hardness BFtI T /sampl ing location. AT ER[Tdi4t/center of tube wallthickness
B3 1218 1344 1350
hardness HBNW

ik
/Remarks
% % | 115)/Date of issve | if%2/Pundic(s) | %%/Picce(s) fitit/Weight (ke) | J4)5E b4/ Judged by Mits #B1</Quality Inspection Manager|
2025-02-12 2 7 1083 W]&i/Ming Chao {274 2 /Xu Shangcheng

SIS arement: AT SIS G O 80 | bbb SR T bt KUY . BGREALSS. SEILZHG . /1he product has been produced, sampled  {or testing and inspection in
accordance with the requitements of customer orders and the  ahove refered standard, and qualilied. 2, i 5¢idBt, ReQiTlrw) K5 . H4Y. dvYyy, MG, @AM, 225t

W miL JRELINET T o ZU0 any dispute occurs, please advice the hatch Voo, heat oo, steel grade, size,seight, delivery date and reason for cosplain, and keep the
EnVial. At A AR I DASSCVE R DI S SCIR IR R ANt [K . /Wivhout permission, the product without protessing is not allowed ta directly export

matcrral as ot s
to other counve res and ll‘}li(!ll\.

3ZABERMANMEApp

CSEEH: IS


https://v3.camscanner.com/user/download

kW 4y /Batch No.
T2211301-10

e ARbid:/Technical Spee. No.
XYGNO819. 8-2021-01

i % /Desceription of Goods

%7 /Customer

AL AT B N (TR A1)/
{rIF) %7 /Contract No.
G2IAPC2064 240786717

WY /Steel Grade

fh ;- /Heat No.

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

RERHENERLXA RS>

Our company’s QNS is 1S09001: 2015&IATF16949: 2016&AS9100D certified by Germany TCV

ZZ IR A /Delivery Condition

5 T I

INTJHi&/Designated Further

M /Shape

LAEIIT /seamless steel tube ST /cold pressure
processing

MAE/Size

203%25. bmm

DL Hg/alloy structure steel 12CrMo Zhi+ilhi/cold drawn+Q&T
I11. WA R/ Microstructure
1. R R I/ ronmetal lic inclusion
ABF (B) [1.0 AHE (4R lo
A-thin(level) A-thick(level)
BUIF (B) |0.5 B Z (1)) lo
B-thin(level) B-thick(level)
CAF (R) lo CHlFZ (4B lo
C-thin(level) C-thick(level)
04l % (1R) l0.5 L} i EAG) lo.s
D-thin(level) D-thick(level)
2. Eh¥iFE/grain size
Ao (43) |8
grain size(level)
3 2WBA /microstructure
S RARER) |2
Hicrostructure (lovel)
1v. B %/NDT
i7{t/standard:GB/T 5777 451/ level :U2-C

1 BEERG /U1 | &48/good

{IE /position:i@i{c/full length
V. R~ A ERAEEF & /Dinension, Appearance and Surface Quality

FE)/direction: {fi[6)+YA[5)/ transverse+longitudinal

R~ 4 R:F0LERM/dimension, appearance and surface quality |24#&/satisfactory
ZELREP BEHBA/de | ivery hardness HBW |331-340
il
/Remarks
%7 [14)/Date of issue | §0%1/Bundle(s) | ¥¥1/Picce(s) Hidit/Weight (kg) JISE 51/ Judged by Figs i 1¢/Quality Inspection Manager
Sl - 7 4083 W)ki/Ming Chao %14 2/Xu Shangcheng

HH/S1a

s ol «

mer orders and t
occurs, please
Fo AP AZEIN EASRT PRI T F) JERB I 5 JsB (€. /Without permission, the product without

EIAT K A AP LR frot . WU 3R WL LKA, JEILG . /The product has been
red standard, and qualitied. 2 17 eidf, KefifbRy) K5y, 48, WG, BG. T, R IR

ce the batch Noo, heat Moo, steel grade, size,weight, delivery date apd reason for complain, and keep the

above ref

produced, sampled

for testing and inspection in

processing is not allowed 10 directly export
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