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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD. (I
— e .
XA HKWNAEARLAAPAM TR ENRIERP
Our company's QMS is 1S09001: 2015&ATF16949: 2016&AS9100D certified by Germany TV III
+H S /Batch No. EF/Customer
1225014310 EMNHEAERMBERRNERAE/
¥ AR454/Technical Spec. No. ARS8 /Contract No. +PS/Heat No. 118 /Shape I F&/Designated Further
XYGN0B19. 6-2024-01 G24CUA0025 250807222 KHFNE /seamless steel tube AEHMI/cold pressure
processing
F&h B ¥R/Description of Goods NS /Steel Grade ZHEIRAS/Del ivery Condition  $4&/Size
e /allioy structure steel 42CrMo i)’ /auenched and tempered 209*32mm

$SBER/Special Requirement: 5 1TWER

1. 4% AR 4> /Chemical Composition

(CY)] c St Mn P S Cr Ni Mo Cu Al Sn

Win 0.39 0.20 0.60 1.00 0.17 0.020

Max 0.45 0.37 1.10 0.020 0.015 1.20 O. 0.25 0.20 0.040 0.0200
Lad 0.41 0.26 0.72 0.011 0.004 1.07 O 0.20 0.05 0.032 0.0041
Prot 0.41 0.28 0.71 0.010 0.002 1.06 O. 0.20 0.05 0.031 0.0034
Pro2 0.41 029 0.72 0.010 0.002 1.07 0.04 0.20 0.05 0.032 0.0037
#i¥/Notes: Min: B/MA. Mox: BAA. Lad: 844, Pro: REFR,

1. HE4EHE/ Mechanical Properties
1. 8l{8/tensile RIBFI/test temp: EB/R.M Temp iXE A [6)/test direction: YA[5)/longitudinal

te: l.]J LA
i
atG

R&S

2B 38FERRO. 2 (MPa) 11025 11012 TSR AERm (MPa) 11127 11117 BERERAN) 118.5 I15.5
yield strength Rp0.2 (MPa) tensile strength Rm(MPa) elongation after fracture A(%)
FRYBR 204 156 |s6

reduction of area Z(%)
2 AE/icoact RENBM/test temp: 23 C R AG)/test direction: YA[E)/ longitudinal FROIRAE/notch depth: 2mm
Bt EmusEfakv2 (J) |82 81 88
charpyimpact absorbed energy aKv2(J)
3. B & /hardness B4t & /sampling location: $REEER M ch.x4k/center of tube wallthickness
I HM 1344 |345
harcness HBW

&ix

/Remarks

% % B#A/Date of iss|i@%/Bundle(s) | F¥/Piece(s) FE i/ Weight (kg) F7E 51/Judged by F3 8B4 /Quality Inspection Manager
2025-02-17 2 8 6144 B}iﬂ/M_ing_ Chao 414 2/%u Shangcheng

BB/Statenent: 1| EFQIZBEAITEMN LRITEER#ITES, B, BAUARKE, HB S48, /The product has been produced, sampled for testing and inspection in
accordance with the recuirements of customer orders and the above refered standard, and qualified. 2. F RiXAd, KRRHIMRAERS, WS, S %'.*3\ xR, R%AH

K. BE, #13E0REF. Nf any dispute occurs, please advice the batch No.,heat No., steal grade, size, weight, delivery date and reason for complain, and keep the
material as it i1s. 3. AZIFF], AFERKAGNITRAFAREOBRGEZRFMX. /Nithout permission. the product without processing is not allowed to directly
export to other countries and regions
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5 S/Batch No.

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

EEHREWNARA

ocw company's QMS is 1S09001: 2015&IATF16949: 20168AS9100D certified by Germany TV

Z A /Customer

NBER M TR ERIERP

kn_
'

1225014310 EMRERORERNERAR/
FAR#¥54E/Technical Spec. No. & RS /Contract No. P2 /Heat No. #8!/Shape fnT FAi&/Designated Further
XYGNOB19. 6-2024-01 G24CUA0025 250807222 T 4EEE /seamless steel tube AEHMI /cold pressure
processing
PR /Description of Goods $NS/Steel Grade FHIKAS/Delivery Condition  $4&/Size
S&EMP/al loy structure steel 42CrMo /& /quenched and tempered 209*32mm
111, BAERIE Microstructure
1. & B REY/non—metal lic inclusion
A F (1) 1.0 AEE (R) lo
A-thin(level) A-thick (level)
B4 7 (1) I1.0 BYERA (1)) lo
B-thin(level) B~thick(level)
CAFH (R) lo CHE (B) ]
C-thin(level) C-thick(level)
DLR £ (£R) lo.5 DA (1) lo.s
D-thin(level) D-thick (level)
2. &¥i[F/grain size
ek () |8

grain size(level)
3 2P4tELD/microstructure
SREL(R)

Microstructure(level)

V. TIRELE/NDT
1 BEEZEEG /Ut

Rt oM

| &4&/good

V. R+, #FzEREB/Dimension, Appearance and Surface Quality

s E R B /dimension, appearance and surface quality
ZF 45 ¥ FIHBW/de | ivery hardness HBW

i /position:jE{/full length FE)/direction: {i[C)+¥[a)/transversetlongitudinal  ¥RifE/standard:GB/T 5777
| &4%&/satisfactory
1335, 337, 341

551/ level :U2-C

M. BE, FHBERBREE.

material as it 1s. 3,

accordance with the reguirements of customer orders and the

*22178], AZBRAGMIA £ FZEE OB RBEZRIBIX. Mithout permission,

export to other countries and regions

#=ix
/Remarks
e & HAf/Date of issyi@#i/Bundle(s) | I ¥i/Piece(s) it MNeight (kg) $IE 53/Judged by EtS 2846 /Qual ity Inspection Manager
R025-02-17 2 8 6144 BA#8/Ming Chao %1% 2/Xu Shangcheng
FBfA/Statement: 1. A RIZBZH AT EAROESERIBITES . B, RIS, B A4, /The product has been produced, sampled for testing and inspection in

/1f any dispute occurs, please advice the batch No., heat No

above refered standard, and qualified. 2. §RiYAT, REHIRPFER S, RS, LS, Mg, &R, R%AB
,steel grade, size, weight, delivery date and reason for complain, and keep the
the product without processing is not allowed to directly
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