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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

RERHKNER2A NS>8 & BIEH P

Our company’s QMS is [S09001: 2015&IATF16949: 2016&AS9100D ceriified by Germany TUV

-k )Y %5 /Batch No. % /Customer

L2280 IR & Fr FHEIR O AR 2 51/

SR ERdE/Technical Spec. No. &% /Contract No. 15 /Heat No. 4% /Shape bnTHli&/Designated Further
XYGNO0819. 8-2021-01 G217N63048 210854462 T4EHAE /seamless steel tube #EHIT /cold pressure

] processing

Mm% FR/Description of Goods 5 /Steel Grade RHCIRA/Delivery Condition  #UM§/Size

4 &45H4/alloy structure steel 42CrMo Y Hi+il iR /cold drawn+Q&T 122%12, 2mm

SZASBERHAMApp

(B nmesT

W%Special Requirement: 4.005Mi’ L

I. 4b% K4} /Chemical Composition

N

%) c Si  Mn P S Cr Ni Mo Cu
@/ A/ Min 0.39 0.20 0.60 1.00 0.17 D
A G1/Max 0.45 0.37 1.10 0.020 0.015 1.20 0.30 0.25 0.20
tStk/Ladle 0.40 0.22 0.74 0.009 0.004 1.05 0.06 0.21 0.07

RL&a/Product 1 0.40 0.22 0.72 0.010 0.003 1.05 0.05 0.21 0.06
fX&/Product 2 0.39 0.22 0.72 0.010 0.003 1.05 0.05 0.21 0.06

I1. ©1% 88/ Mechanical Properties
1. fuff/tensile X3%BM/test temp: TB/R. M Temp RITF5[E)/test direction:¥AE)/ longitudinal

[Z A& 3R RpO. 2 (MPa) [1031 |1035 A HI38 [ Rm (MPa) [1107 [1112 R RKEAW) |116.5 [17.0
yield strength Rp0. 2 (MPa) tensile strength Rm(MPa) elongation after fracture A(%)
EHREWHRR 2V |60 |60

reduction of area Z(%)

2. %%/ impact X1SBM/test temp: 23'C R3S )516)/test direction:¥A[E)/longitudinal MROFM /notch depth: 2mm
ETLE o IR AE R akv2 (U) |85 84 85 |82 85 85
charpyimpact absorbed energy aKv2(J)

3. ¥ /hardness ML B /sampling location: $NEEEE[F it /center of tube wallthickness

B AT HBW | 334
hardness HBW

III. IR I/ Microstructure

ik
/Remarks
7 )2 L1 W)/Date of issue | B ¥7/Bundle(s) Y 3/ Piece(s) ifi fji/Weight (kg) JU5E 53 / Judged by fit3 381 /Quality Inspection Manager
2021-10-25 2 32 1330 Wil /Ming Chao X JE#E/Liu Guanghui
P /Statement s LA™ S ZICE) O BB RRAR SR WY . BRI 2N 9%, JFILOMRS. /The product has been produced, sampled for testing and inspection in *ﬂﬁﬁ’}aﬁ
accordance with the requirements of customer orders and the above refered standard, and qualified. 2. {7 JFitt, JRERWHERYI T 5. 845, . Kiks. dthi, RIgA -
J51e AL DR TEREL /1F any dispute occurs, please advice the batch No., heat No.,steel grade,size,weight,delivery date and reason for complain,and keep the ¥
material as it is.3« AREEVIG[, AL LASISVECTZ 1 15 IN A HMbiX . /Without permission, the product without processing is not allowed to directly export

to other countries and regions.

Az bl D IRERLIE P A0 ol 947 X316 %), 035001 . 06 £ J7 A LRI BT, il (0714)6297272, IIB%iT:dytgsheciticsteel. com
MANUFACTURE ADRESS:No. 316 HUANGSHI AVENUE , HUANGSII, HUBEI 435001, CIIINA. CONTACT INFORMATION: QUALITY INSPECTION INSTITUTE.
TEL 86 711 6297272, E-mail:dytgsh@citicstcel. com
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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

RERHKNARIA WM™ &G HKIENHP

Our company’ s QMS is 1S09001: 2015&IATF16949: 2016&AS9100D certified by Germany TUV

)55 /Batch No. % F'/Customer
1224093300 M S AR RO R A7)/
HARVRHE/Technical Spec. No. &% /Contract No. 15 /lleat No. M %&l/Shape BN CHIi&/Designated Further
XYGN0S19. 8-2024-01 G247N63048 240854462 T 44 #AE /seamless steel tube AIEFIBN T /cold pressure
processing
r e FX/Description of Goods M5 /Steel Grade kA /Delivery Condition  #4%/Size
&&45H4/alloy structure steel 42CrMo R /cold drawn+Q&T 122%]2. 2mm
1. % R &%+ /non-metal lic inclusion
AR Z (4R) 1.0 AR GR) lo
A-thin(level) A-thick (level)
BB () I1.0 BIRFR (1) lo
B-thin(level) B-thick (level)
CEHF (4R) lo CHZ () [
C-thin(level) C-thick (level)
DR F: () lo.5 D% (4R) lo.5
D-thin(level) D-thick (level)
2. fARIfE/grain size
aafiE (4R) I8
grain size(level)
3. B4R /microstructure
SRABLOER) I2
Microstructure (level)
IV. THA K /NDT v
1. BEERIE /UT | &#5/good {if/position:jfEt/full length F5)/direction: {fE+4[5)/transversetlongitudinal  #7ifE/standard:GB/T 5777 &%)/ level :U2-C
V. R~F, #MERZEHEFE B /Dinension, Appearance and Surface Quality
Rst. SMEIZFEER R /dimension, appearance and surface quality |&4&/satisfactory
XF 15 5E [ HBW/del ivery hardness HBW |309-315
*iE
/Remarks
%k H/Date of issue | 8% /Bundle(s) | ##/Piece(s) it/ Weight (kg) F)5E 61/ Judged by [ #4</Quality Inspection Manager i%
2024-10-25 2 32 1330 )/ Ming_Chao XDERE/Liu Guanghui gizsidnkthre
) /Statements 1. A SAEEHLZ T ORI B bRAE BRI AT A . MG IABAM Y, JFILErKS. /The product has been produced, sampled for testing and inspection in > Hfﬁﬁﬁf_ﬁ#
accordance with the requirements of customer orders and the above refered standard, and qualified.2. {757}, HFRUTRAUIRI Sy 495 Wy MK, Tihe. RITH Z
e LGN, JE A RATAF . /1E any dispute occurs, please advice the batch No.,heat No.,steel grade,size,weight,delivery date and reason for complain, and keep the
material as it is.3. ARZOVFOL, AP AL DA VECTEE O B UMb N FdBIX . /Without permission, the product without processing is not allowed to directly export

to other countries and regions.

A sk KGR P73 AT 316 45, IEAS43500 1. 1K £ 77 2 WSS K A, il (0714) 6297272, IBHT:dytgsh@citicsteel. com
MANUFACTURE ADRESS:No. 316 HUANGSHI AVENUE , HUANGSHI, HUBEI 435001, CHINA. CONTACT INFORMATION: QUALITY INSPECTION INSTITUTE,
TEL:86 714 6297272, E-mail:dytgsh€citicsteel. com
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