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QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

O KABBKNERATDNMY =5 A &M B

-

g ® Our company's QMS is ISO9001: 2015&IATF16949: 2016&AS9100D certified by Germany TUV
K S/Batch No. EF/Customer
1424262470 ENBRERBIHIRBBRARY/
HAR4R4E/Technical Spec. No. &[ES/Contract No. S /Heat No. #48!/Shape INIFi%/Designated Further
XYGN0819.8-2024-01 G24AVB9006 240784022 F484N/seamless steel tube AESHMI/cold pressure

processing

AR R /Description of Goods NS /Steel Grade RS /Delivery Condition  #4E/Size
BRHEMWM/al loy structure steel 42CrMo RE+AR/cold drawn+Q&T 244%22. 5mn

SZASBERHAMApp

(B nmesT

P EK/Special Requirement: 6. 206MER

I. ¥ /R4 /Chemical Composition

(%) c Si Mn P S Cr Ni Mo Cu

Min 0.39 0.20 0.60 1.00 0.17

Max 0.45 0.37 1.10 0.020 0.015 1.20 0.30 0.25 0.20

Lad 0.42 0.30 0.75 0.010 0.002 1.08 0.08 0.22 0.05

Pro1 0.42 0.29 0.72 0.008 0.002 1.06 0.08 0.21 0.05

Pro 2 0.42 0.30 0.73 0.008 0.002 1.06 0.08 0.21 0.05

iE/Notes:Min: §/ME. Max - g A, Lad: $8%%. Pro: A&,

1. HEREEEMechanical Properties

1. iR/ tensile RILIBAE/test temp: FiB/R. M Temp iXi87516)/test direction: YA5)/ longitudinal

Iy

(@]

B R332 A Rp0. 2 (WPa) | 1041 |1030 713238 B Rm (MPa) 11129 |1115 RS {R4CRA %) 117.5 J17.5
yield strength Rp0. 2 (MPa) tensile strength Rm(MPa) elongation after fracture A(%)
GERWGEE 2(%) l62 [62

reduction of area Z(%)

2. % /impact itIREM/test temp: 23'C 38 /506 /test direction:¥A6)/longitudinal FROIRMA/notch depth: 2mm
e IR EE B akv2 (J) |84 85 87 |87 84 88
charpyimpact absorbed energy aKv2(J)

3 88 /hardness M$£{i B/ sampling location: {REEEFFLAL/center of tube wallthickness
A HBW |343 1350
hardness HBW

1), ROMEELE /Microstructure

it

/Remarks

% % Ffi/Date of issyiR¥/Bundle(s) | I #/Piece(s) EE/Meight (kg) #I|7E 53/Judged by [FHAM4c/Qual ity Inspection Manager|
0025-04-11 8 8 6174 AR8/Ming Chao 1942 /Xu Shangcheng

BEf/Staterent: 1. KT RImBEFAITRI EIAFRERKIBTE™ . B, TKLIRIRE, #HE4&. /The product has been produced, sampled for testing and inspection in
accordance with the requirements of customer orders and the above refered standard, and qualified.2. HRIUF}, RFHFPFERS, WS, LS. R, TR, 21580, §
&, HIBEYREYF. /If any dispute occurs, please advice the batch No., heat No., steel grade, size, weight,delivery date and reason for complain, and keep the material

as it is.3, RN, KESKSNITAFAEEOBRGERAMBME. /Nithout permission, the product without processing is not allowed to directly export to other
countries and regions

4 =it hEIL S RATHRA K316, i4R435001. AR SR K124 RIFA, BiE . (0714) 6297272, MZH : dytgsh@citicsteel. com
MANUFACTURE ADRESS.No. 316 HUANGSHI AVENUE , HUANGSHI, HUBE! 435001, CHINA. CONTACT INFORMATION: QUALITY INSPECTION INSTITUTE,
TEL:86 714 6297272,E-mail :dytgsh@citicsteel. com



https://v3.camscanner.com/user/download

QUALITY CERTIFICATE FOR STEEL PRODUCT OF DAYE SPECIAL STEEL CO., LTD.

G KSR NERAD AN =SS &R S

Rl Our company's QMS is ISO9001: 2015&IATF16949: 20168:AS9100D certified by Germany TUV

+H S /Batch No. % /Customer
1424262470 ENBERMNERNERAR/
FAR¥RAE/Technical Spec. No. &[S /Contract No. }F2/Heat No. #8)/Shape NI Fi%/Designated Further
XYGN0819. 8-2024-01 G24AVB9006 240784022 F4EINE /seamless steel tube AEANMI/cold pressure
processing
P iaZ ¥ i/Description of Goods NS /Steel Grade KRS /Delivery Condition  HIA&/Size
SEEHN/al loy structure steel 42CrMo ARi+fE/cold drawn+Q&T 244%22. 5mm
1. ER/m R 3P/ non-metal lic inclusion
ARZ (4R) [1.0 MER (B lo
A-thin(level) A-thick (level)
BURZA (£R) [1.0 BHER () lo
B-thin(level) B-thick (level)
CHE (4R) lo CHE (R [o
C-thin(level) C-thick (level)
DERF (4R) lo.5 DA ER (4R) |0.5
D-thin(level) D-thick (level)
2. @RI /grain size
SR (R) |8

grain size(level)
3. %4849/ microstructure

BREBLR (R |2
Microstructure (level)
IV. AR AL /NDT
1. BERFE /T |&K/good {ii&/position:iEi/full length FlE)/direction: #iE)+#h[E)/transversetlongitudinal  #RifE/standard:GB/T 5777 B3/ level:U2-C

V. R~t, $MEFMSEEER/Dimension, Appearance and Surface Quality
R~t. s\ FEEE®/dimension, appearance and surface quality |&4&/satisfactory

31T EHBW/de | ivery hardness HBW |317,319, 321

&iE

/Remarks

5% HE/Date of iss|{@%/Bundle(s) ¥ /Piece(s) E2/MWeight (kg) FIZEF/Judged by JER BB /Qual ity Inspection Manager
P025-04-11 8 8 6174 BE#B/Ming Chao %i%2/Xu Shangcheng

FEH/Statement: 1. KRB EAITEM ERIREERBITES, B, RIKLIRIRL, FHE4M. /The product has been produced, sampled for testing and inspection in _%
accordance with the requirements of customer orders and the above refered standard, and qualified. 2. HRiINE}, KAFIRPER S, K. PSS, L, =8, LXAB. &
B, FIEEFREF. /If any dispute occurs, please advice the batch No., heat No., steel grade, size, weight,delivery date and reason for complain, and keep the material

as it is. 3, XEWTH, XESEXSMITAFHEZELEOBRCERMBX. /MNithout permission, the product without processing is not allowed to directly export to other
countries and regions.

4 tbht: PEAIEE R AT EAKIEI6S, BB45435001. BXR AN N BAGRIFT, BiE: (0714) 6297272, #F#H :dytgsh@citicsteel. com
MANUFACTURE ADRESS:No. 316 HUANGSHI AVENUE , HUANGSHI, HUBE! 435001, CHINA. CONTACT INFORMATION: QUALITY INSPECTION INSTITUTE,
TEL:86 714 6297272, E-mail :dytgsh@citicsteel.com
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